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Doped nanoparticles for optoelectronics applications
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Nanoparticles of wide band gap materials doped with transition metal ions or rare earth ions are
intensively studied for their possible applications in a new generation of light sources for an overhead
illumination. In this work we discuss mechanisms of emission enhancement in nanoparticles doped with rare
earth or/and transition metal ions. Arguments are presented that phosphors of nanosize may emit light more
efficiently and thus be applied in practical optoelectronic devices.

PACS: 81.07.Wx Nanopowders;
78.47.–p Spectroscopy of solid state dynamics;
78.55.–m Photoluminescence, properties and materials;
78.55.Hx Other solid inorganic materials.

Keywords: excitation processes in nanoparticles, photon cascade processes.

1. Introduction – why we need new light sources for

overhead illumination?

At present, incandescent and fluorescence lamps (also in
the form of compact fluorescence lamps (CFLs)) are used
for an overhead illumination. The widely used incandescent
lamps with tungsten filament (about 9 billion pieces is used
in the world) are very inefficient. The efficiency depends
slightly on their power (for example, it is about 1.9% for
40 W lamp and about 2.1% for 60 W lamp and 2.6% for
100 W lamp) and temperature (efficiency reaches about 5%
for high-temperature tungsten incandescent lamps), but in
all these cases it is still very low as compared to alternative
light sources. This situation is not changed by the fact that
lamp’s efficiency can be slightly improved by coating of an
inner part of glass bulb with highly conductive transparent
(for visible light) oxide reflecting back an infrared radiation.

For ideal white light sources one expects more than
35% efficiency. Such efficiency can not be reached for
lamps based on a concept of black body radiation. Thus,
what we need is a replacement of incandescent lamps with
lamps emitting monochromatic radiation. This replace-
ment will result in a huge money (more than 80 billion USD
per year) and energy saving, resulting also in a reduced by
hundreds of millions of tones emission of CO2 gas to the at-
mosphere and lower electricity consumption [1].

As replacement we can use either CFLs or so-called
white light emitting diodes (w-LEDs). The latter are
GaN-based quantum well (QW) devices, in which pri-
mary blue emission of LED is mixed with a phosphor(s)
(one or two) emission (see [2] and references given
there). These are so-called hybrid diodes, since in these
devices a phosphor emission is excited by diode emission,
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and white color impression is obtained by mixing of a pri-
mary LED radiation and LED-excited phosphor emission.

In the first generation of commercialized w-LEDs
400 nm blue/violet emission from InGaN quantum wells
was mixed with a yellow emission of YAG:Ce phosphor
to achieve an impression of a white color [3,4]. This con-
cept (hybrid LED) is still used in recent more efficient
w-LEDs. One can expect an improved efficiency not only
when primary LED emission will be optimized, but also if
more efficient phosphors will be developed, which means
that also in this case we will benefit from introduction of
efficient light conversion phosphors.

2. Experimental setups

The present study is mostly based on the results of
photoluminescence (PL), PL excitation (PLE) and PL ki-
netics investigations of different nanoparticles and quan-
tum structures. Details on sample studied and experimen-
tal set up used can be found elsewhere [5–12].

3. Discussion — how to improve luminophors?

There are several alternative ways to improve effi-
ciency of presently used luminophors. These can be di-
vided to a few steps. Efficiency will be improved by:
a) more efficient excitation; b) more efficient host-to-im-
purity energy transfer; c) more efficient radiative recombi-
nation; and d) less efficient channels of nonradiative re-
combination. In this work we shortly described these steps,
which relate to a small size of powders studied. Benefits of
introducing nanopowders will be indicated.

3.1. Enhanced rate of excitation process in

nanoparticles

Presently used fluorescent phosphors often show high
quantum efficiency of the light emission. However, their
application is limited by relatively narrow excitation re-
gions. Phosphors were optimized to work with a given de-
vice, e.g., as UV-visible light converters in fluorescence
lamps. Thus, phosphors optimized for the use in CFLs
were not suitable for LED applications.

To get spectrally narrow emissions phosphors are
doped with either transition metal (TM) or rare earth (RE)
ions. In the latter case this introduces a serious limitation.
4f–4f intra-shell excitation is fairly inefficient (parity for-
bidden process) and thus 4f–5d, charge transfer or
excitonic mechanism of excitation must be used [13].
This however, means that hosts with large band gap must
be used to allow such transitions. This limits quantum ef-
ficiency of the excitation (see discussion below) and lim-
its available materials.

Moreover, intra-shell 3d–3d or 4f–4f transitions are of-
ten spin forbidden, which further limits rate of radiative

recombination. For example, the 4T1 to 6A1 intra-shell
transition of Mn2+ ions is a parity and spin (transition be-
tween spin quartet and sextet) forbidden process. Thus,
this transition is fairly inefficient in bulk samples, espe-
cially in sulfides and selenides [5–12].

Most of these limitations can be avoided by the use of
nanoparticles as host lattices. These nanocrystals, when
of nm sizes, have properties dictated by quantum confine-
ment effects, but most of all sizes small enough to allow
light penetration even if photons with above band gap en-
ergy are used. In Fig. 1 we show PL excitation (PLE)
spectra measured by us for terbium doped ZnS and ZrO2
nanoparticles (see [12] for the details on sample techno-
logy and properties). In both cases efficient 4f–4f

intra-shell PL of Tb3+ is induced upon 4f–5d excitation of
Tb3+. In both host materials this is the dominant PL exci-
tation band. A surprising result is observation of this PLE
band, despite that its energy is above band gap energy.

Another nanosize-related effect was reported by us re-
cently [12]. We demonstrated that the 4T1 to 6A1
intra-shell PL of Mn2+ ions in ZnS nanoparticles can be
efficiently pumped under band-to-band excitation, which
was not observed for bulk ZnMnS (see Fig. 2). In the pro-
cess described by us in the Ref. 12 we observed that
band-to-band excitation of host ZnS nanoparticles is fol-
lowed by efficient host-to-impurity energy transfer. We
concluded that enhanced host to Mn2+ energy pumping is
related to confinement enhanced Mn-free carrier interac-
tions. We also demonstrated that the above-mentioned in-
teraction affects rates of intra-shell transitions as long as
photoexcited free carriers coexist with excited Mn2+ ions
(see [12] and references given there).

For RE ions one of possible ways of their excitation is
energy transfer from other center. Such transfer requires
energy overlap between energy donor and energy accep-
tor (RE ion in this case). Once we noticed highly efficient
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Fig. 1. PL excitation spectrum of Tb3+ PL in ZnS and ZrO2

nanoparticles.



host-to-Mn2+ energy transfer in ZnS nanoparticles, we
proposed stimulation of Tb3+ PL by codoping of ZnS:Tb
nanoparticles with manganese ions. In Fig. 2 we show
PLE band of Tb3+ 4f–4f emission observed in ZnS nano-
particles codoped with Mn ions. A new broad PLE band
(indicated with arrow) is observed, which is due to the
band-to-band host excitation. Apparently, in codoped
samples host-to-RE energy transfer proceeds via
host-to-Mn transfer, followed by Mn-to-RE transfer. In
the process Mn2+ intra-shell PL is deactivated (see [12]
for further details). Even though the new excitation mech-
anism is still less efficient than the 4f–5d one, it still
opens a new possibility of tuning of the excitation energy
due to quantum confinement effects. By selecting size of
nanoparticles we can shift the energy of their fundamental
absorption band and thus tune RE excitation energy, when
using the above-described PLE process.

Another situation we show in Fig. 3. There we compare
efficiency of host-related and 4f–5d excitation processes
of Pr3+ ions in ZrO2 lattice. There the host excitation of RE

emission was observed due to a spectral overlap of host
emission and Pr3+ emission. However, in this case excita-
tion of the intra-shell PL is rather ineffective.

3.2. Enhanced rate of radiative decay processes in

nanoparticles

In a very inspiring work Bhargava and co-workers
[14] reported that in ZnMnS nanocrystals the observed PL
decay time of the 4T1 to 6A1 transition of Mn2+ was
shorter by 5 orders in magnitude. 3.7 and 20.5 ns PL de-
cay time was observed instead of ms one [14]. Such life-
time shortening was observed together with an increase in
emission efficiency, i.e., the effect could not be related to
enhanced rate of a nonradiative decay [14]. Even though
the proposed model of quantum confined atom turned out
to be wrong, our following works confirmed the appear-
ance of short components of the PL decay in TM/RE
doped nanoparticles [5–13]. The most important result of
these studies was observation of the co-existence of fast
and slow components of the PL decay in all the samples
studied, with the fast component of the PL decay being
very enhanced in nanocrystals. The latter result was in
agreement with the results reported by Bhargava and
co-workers [14].

We also accounted for the co-existence of various PL
decay components. We found that the fast PL decay is
only seen if free carriers are co-excited. Once free carriers
decay, are trapped etc... the mechanism of the 4T1 to 6A1
PL enhancement is deactivated and the slow PL decay of
the Mn2+ intra-shell PL should be observed [5–13]. This
however, turned out not to be the case. In all systems stud-
ied by us a multicomponent PL decay was observed.

Such multicomponent, nonexponential PL decay of
TM or RE emission can often be related to the competi-
tion of nonradiative recombination transitions, as was re-
ported recently [15]. We reported however (see [16] for
the details) that a similar PL decay is also observed for
high quality CdMnTe quantum dots samples grown by
molecular beam epitaxy, in which radiative recombina-
tion processes dominated.

Possible explanation of the multicomponent PL decay
(first, after an intensive excitation, PL decays fast, which
then turns to a slow decay expected for parity forbidden
3d–3d or 4f–4f transitions) comes from the old work of
Dicke (from 1954) [17]. In accordance to the results of
this work, a spontaneous emission of diluted nanopar-
ticles or quantum dots must include their interaction with
a radiation field, resulting in a cooperative radiation–a
super-radiance [17]. The super-radiance is also expected
for a system of self-assembled quantum dots [18].

Indirect evidence for super-radiance in RE doped
nanoparticles was based on confocal microscopy investi-
gations of PL kinetics of Gd2O3:Sm nanoparticles diluted
in a glycol [16]. We reported the appearance of a fast com-
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Fig. 2. PL excitation spectra of Mn2+ and Tb3+ PL in ZnMnS
and ZMnS:Tb nanoparticles.
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Fig. 3. PL emission of Pr3+ in ZrO2 nanoparticles observed at
room temperature under host and 4f–5d excitation.



ponent (ns) of the Sm3+ PL decay. We also reported that
the PL enhancement is observed together with the appear-
ance of fast nanoseconds component of the PL decay.

Super-radiance is only expected at initial stages of the
PL decay. When concentration of excited ions drops their
emission decouples and «normal» PL decay should be ob-
served. The mechanism should be very enhanced in the
case of emitters (TM or RE ions, other dopants, quantum
dots, …) emitting at the resonant energy. Thus, heavily
excited system of RE doped nanoparticles is an ideal sys-
tem to evidence such process. The problem with the pro-
cess identification relates to the fact that a nonradiative
decay often should show a similar effect on the PL decay,
i.e., the fast decay should be observed at first, followed by
a «normal» slow decay, due to parity forbidden 3d–3d or
4f–4f transitions. Nonradiative decay is enhanced by an
energy migration via excited states of TM or RE ions. We
used this fact to distinguish between nonradiative and en-
hanced radiative (likely due to the super-radiance) decay.
In Fig. 4 we compare an ultrafast component of the PL
decay observed for Eu3+ doped nanoparticles with two dif-
ferent RE impurity content (5 and 15%). The experiment
was performed at the same excitation condition. In Fig. 4
one can see that the ultrafast components of the PL decay
are identical, within the experimental accuracy, for
nanoparticles with different concentration of the Eu ions.
This was not expected for the dominant nonradiative chan-
nel of the recombination, but such dependence is likely to
occur for the dominant super-radiance mechanism.

3.3. Size dependence

The above described processes indicate that the RE
emission can be enhanced in nanoparticles. First of all
due to the fact that host-to-ion energy transfer is enhanced
(PL will be more efficient, primary due to more efficient

energy pumping). The following 4f–4f deexcitation can
also be enhanced by the super-radiance mechanism of the
PL decay. The latter mechanism is also expected in bulk
samples and thin films, so the open question remains if
nanosize is here of importance. In particular if the effi-
cient mechanism evidenced by us for Mn2+ ions (due to
strong Mn-free carriers interactions in ZnS nanoparticles,
see Refs. 5–12 for the details) is expected to be less effi-
cient for RE ions, due to screening of the internal 4f shell
by external 5s and 5p electrons. This is why we looked for
further evidence that nanosize of particles is important.

To verify this fact we measured influence of nanopar-
ticles size on PL efficiency of two RE ions in the same
host. Pr3+ and Tb3+ doped ZrO2 nanoparticles were stud-
ied, with their size regulated by a post-growth annealing.
By annealing in the temperature range of room tempera-
ture — 900 oC we could vary size of ZrO2 particles be-
tween about 10 nm (in as-grown nanoparticles) and
100 nm (in nanoparticles annealed at 900 oC). Details on
this procedure will be given elsewhere [19].

Figure 5 shows an interlink between an integrated PL
emission of Pr3+ ions and annealing temperature (size of
nanoparticles). The decrease of the PL intensity is rela-
tively large in the largest nanoparticles — the PL intensity
decreases by more than 4 times, mostly due to decrease in
intensity of the red (1D2–3H4) component of the 4f–4f

emission. Similar dependence we also observed for Tb3+

PL in the same host material [20].

3.4. Cascade transitions (photon cutting)

At first view phosphors used in fluorescence lamps
very efficiently convert UV photon emitted by Hg va-
pours to a visible light. The reported very high quantum
efficiency of the process relates to the fact that one UV
photon emitted by Hg vapours is converted to one visible
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Fig. 4. The ultrafast component of 2 K PL decay of Eu3+ 4f–4f

PL measured for samples containing two different Eu fractions.
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Fig. 5. Dependence of the integrated PL intensity of Pr3+ ions
in ZrO2 measured for the sample with 1% Pr fraction for as
grown sample (of 10 nm size) and annealed at temperatures
up to 900 oC (nanoparticles size increases to 100 nm).



photon. Only if counted on this way the efficiency of a
light conversion approaches 100% — 1 UV photon ex-
cites 1 visible photon. The efficiency is however much
lower if we calculate photons energy. It was pointed out
that this efficiency can be improved if one UV photon
emitted by Hg will excite two (or even more) visible pho-
tons in a cascade process. Such situation was found for
Pr3+ ions in several host materials [21–26].

Energy structure of Pr3+ consists of 3H, 3F, 1D, 1G, 3P,
1I, 1S multiplets split by the spin-orbit interaction to
3H4

3H5
3H6, 3F2

3F3
3F4, 1G4, 1D2, 3P0

3P1
3P2, 1I6 and

1S0 states [27], as shown in Fig. 6. In the photon cutting
(photon cascade) process reported in the reference [21]
the efficient 4f 2 to 4 51 1f d excitation is followed by a
carrier trapping via the highest lying 4f excited state 1S0
state and a cascade process, in which two or more visible
photons are emitted: 1S0–3P1,

1I6; 3P0–3H4 [21].
Despite the obvious attractiveness such recombination

was not favorable. This is due to two reasons, first of all
the first step in the cascade resulted in UV emission.
Moreover, we also detected the direct recombination from
the 1S0 state to the ground 3HJ multilpets. The apparent
solution was to block the above-mentioned two transi-
tions. We thus looked for other systems, in which Pr3+ ex-
citation (due to overlapping 4f 2 to 4 51 1f d , charge trans-
fer and host excitations) is shifted down in energy. This
we observed for ZrO2 nanoparticles doped with Pr3+ ions
(with 1 % concentration) [16].

We reported recently (see [16] for further details) that
a broad excitation band in ZrO2 (due to an overlap of
4 2f � 4 51 1f d , c h a r g e t r a n s f e r t r a n s i t i o n a n d
band-to-band host excitation) overlaps with the 1S0 state.
In this case the Pr3+ PL is dominated by the red 1D2–3H4
transition observed together with the green 3P0–3H4 tran-
sition. Under 250 nm excitation Pr3+ PL is fairly efficient
and moreover consists of several overlapping bands cov-
ering a whole spectral region of the visible light. An im-
pression of the white light emission results, with good
colorimetric parameters of this white emission [28].

4. Summary and conclusions

Our extensive investigations led to the conclusion that
the intra-shell emission of Mn and RE ions is signifi-
cantly enhanced in nanocrystals. A clear correlation be-
tween size of nanoparticles and PL efficiency is demon-
strated. There are several possible explanations of the PL
enhancement. For example, the enhanced efficiency of
host to Mn2+ energy pumping and also confinement en-
hanced Mn-free carriers spin–flip interactions (see Refs.
5–12) are responsible for the increased quantum effi-
ciency of the 4T1 to 6A1 intra-shell PL in nanocrystals. For
RE ions we postulate an important role of super-radiance
processes. Photon cascade processes and the way of their
optimization are also discussed.
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