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In the work the scheme of alloying the surface layer of mould copper plate is suggested and tested with applying a 
master alloy, the composition of which is changed depending on plate zone, which allows increasing the concentration 
of alloying elements for the wear resistance increase in the bottom part and near the edges of the mould working 
surface. Results of physical and chemical investigations on interaction of alloying elements Cr and Zr with copper 
under conditions of plasma-arc alloying are given. Technological conditions of alloying of copper plates in the plasma-
arc installation OB-1957 are presented. Chemical composition and degree of elements assimilation in a surface layer is 
determined. Dependencies of content of alloying elements in a surface layer on physical and the copper plate mechanical 
properties were established. For the first time the surface layer of experimental-industrial copper plates of 460×135×70 
and 360×135×70 sizes for moulds of machines of continuous casting of billets (MCCB) was alloyed with Cr and Zr 
elements by using the plasma-arc remelting method. Ref. 6, Table 1, Figures 6.
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Aluminides and alloys on their base are the promising high-strength and scale-resistant materials, demanded for critical 
equipment and components, in particular in shipbuilding, aerospace industry. The main method of producing the required 
complex of mechanical properties of intermetallic alloys is their thermomechanical treatment, the parameters of which 
can be obtained on the base of plotting the thermokinetic diagrams of anisothermal transformations of intermetallic 
alloys of Ti–Al system. The obtaining of experimental thermokinetic diagrams of intermetallic alloys is quite difficult. 
The aim of the present work was in plotting of a calculation thermokinetic diagram of anisothermal transformations 
of intermetallic titanium alloy on the titanium aluminide base. The calculation method was based on using the theory 
of multi-component alloys and thermodynamic modeling using the CALPHAD methodology. To solve the problem 
of prediction of temperatures of phase transformations in intermetallics of Ti–Al system, the method of a regression 
analysis was used. The procedure was developed, with the help of which the thermokinetic diagram of formation of 
titanium aluminide Ti3Al was plotted. The equations of regression for determination of temperatures of beginning the 
phase transformations on the diagram of state of the Ti–Al system were suggested. The effect of aluminium content in 
intermetallics Ti3Al on the temperature of beginning the intermetallic formation was determined. It is shown that with 
increase in aluminium content in intermetallic Ti3Al from 10 up to 29 at.% the temperature of beginning the β-Ti→Ti3Al 
transformation is increased from 520 up to 1170 oC. The further increase in aluminium content in intermetallic from 29 
up to 40 at.% leads to a negligible reduction in initial temperature of transformation to 1140 oC. The developed method 
can be used for the modeling of thermokinetic diagrams of anisothermal transformations in complex titanium alloys, 
Ref. 19, Table 1, Figures 5.
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