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ОБЩИЕ ВОПРОСЫ МЕТАЛЛУРГИИ

                                                        

                                                                                                                                                                                                    
вання структури зразків, які зроблено за один, два та три паралельних проходи. Первинна структура виробу є 
литого типу переважно з рівновісними зернами. Вторинна структура зерен голчастого типу представлена двома 
фазами: ά — низькотемпературна мартенситна (ГЦК дорівнює приблизно 99,0 мас. %) та β — високотемпера-
турна (ОЦК — 1,0 мас. %). Встановлено, що під час процесу осадження дроту втрата алюмінію незначна. Тер-
мообробка виробів призводить структуру в більш рівноважний стан. Механічні випробування зразків показали 
хороший рівень основних механічних властивостей як уздовж, так і поперек наплавлених шарів. Представлені 
в роботі результати демонструють перспективність адитивної технології «xBeam.3D Metal Printing» для отри-
мання 3D виробів із титанових сплавів. Бібліогр. 8, табл. 1, іл. 9.

К л ю ч о в і  с л о в а :  адитивні технології; електронний промінь; 3D друк; титановий дріт; наплавлений 
шар; структура; механічні властивості

Peculiarities of structure formation of products, obtained 
in electron beam 3D printer, at applying the titanium alloy wire

D. V. Kovalchuk, G. M. Grigorenko, A. Yu. Tunik, L. I. Adeeva, S. G. Grigorenko, S. N. Stepanyuk
E.O. Paton Electric Welding Institute of the NAS of Ukraine 

11 Kazimir Malevich Str., 03150, Kyiv, Ukraine. E-mail: office@paton.kiev.ua

Presented are the results of investigations of peculiar features of formation of metal structure of products, produced 
by the method of additive technology in the electron beam 3D printer with applying the titanium wire. As an initial 
material for surfacing, the titanium wire of 2 or 3 mm diameter of alloy VT6 was used. The substrate was a plate of 
12.5 mm thickness of the same alloy. The general regularities of structure formation of specimens, produced for one, 
two and three parallel passes were considered.. It is shown that in the primary structure of product of a cast type the 
equiaxial grains are dominated. The secondary structure of grains of an acicular type is presented by two phases: ά — 
low-temperature martensitic (FCC is approximately 99.0 wt.%) and β — high-temperature (BCC is 1.0 wt.%). It was 
found that during the process of wire deposition the aluminium losses are minimum. The heat treatment of products 
leads to more equilibrium state of the structure. The mechanical tests of specimens showed a good level of main 
mechanical properties both along and also across the deposited layers. The results, given in the work, demonstrate the 
future prospects of the additive technology «xBeam 3D Metal Printing» for producing 3D products of titanium alloys. 
Ref. 8, Tabl. 1, Fig. 9.
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