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Представлены результаты комплексного расчетно-экспериментального исследования меха
низма распространения трещины на начальном этапе вязкого разрушения корпусных сталей 
АЭС. Использован микромеханический подход к прогнозированию вязкого разрушения, 
согласно которому объемное содержание пор деформируемого материала определяется 
методом конечных элементов. На основании проведенных испытаний образцов СТ с тре
щиной и имеющихся данных о параметрах разрушения гладких сферических образцов уста
новлен микромеханический критерий начала развития трещины в условиях вязкого разру
шения материала.
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Introduction. Micromechanism of ductile fracture of most metals and alloys 
includes void nucleation, growth and coalescence. In steels, voids nucleate at 
non-metallic inclusions and second-phase particles. Micromechanical approach to 
fracture mechanics has been introduced in an effort to describe the process of 
fracture in a way that is as close to the actual phenomena in a material as possible. 
Such an approach is based on the models that account for and quantify the 
process of microscopic damages, in order to predict macroscopic failure.

Micromechanical approach to the analysis of ductile fracture requires 
combined experimental and numerical procedure. According to the uncoupled 
micromechanical damage models, the damage parameter is calculated in 
postprocessing phase of the finite element (FE) analysis. In the coupled 
micromechanical models, one or more damage parameters are calculated to

© M. RAKIN, A. SEDMAK, Z. CVIJOVIC, M. ZRILIC, S. SEDMAK, 2004
48 ISSN 0556-171X. Проблемы прочности, 2004, № 1



Micromechanical Coupled Study o f .

predict ductile fracture initiation. Thus, the FE analysis must include procedure 
for calculation of these parameters and optionally, fracture initiation criterion. 
The most frequently used damage parameter is void volume fraction, f .

In present study, we apply micromechanical model based on a particular 
yield criterion of a porous solid, proposed by Gurson [1] and later modified by 
Tvergaard and Needleman [2, 3] (the GTN model). This model was incorporated 
into the software program using FE method. The present research is a 
continuation of the Round Robin project [4], aimed at defining the criterion of the 
crack growth onset on CT specimens using values of micromechanical parameters 
determined on simple round specimens.

M icromechanical Model. Coupled approach to the material damage and 
ductile fracture initiation considers alloy as a porous medium where the influence 
of nucleated voids on the stress-strain state and plastic flow cannot be avoided. 
The GTN model is based on the hypothesis that void nucleation and growth in 
metal may be macroscopically described by extending the von Mises plasticity 
theory to cover the effects of porosity occurring in the material. Thus the void 
volume fraction f  as a variable is introduced into expression for plastic potential
[1-3]:

3o 'ij °'ij _ .* j 3 o  N
/ ■  + 2 q i f  * c o s h e r ]  -  [1 + (q i f  * )2 ] = 0, (1)

where o  denotes actual yield stress of the material matrix, o' j  is the stress 
deviator, while q1 is the constitutive parameter introduced by Tvergaard [2] to 
improve the ductile fracture prediction of the Gurson model, and f  is a function 
of the void volume fraction [3]:

for f  ^  f c ,
■f c ) for f  > f c , (2)

where f c is the critical value at which void coalescence occurs. Parameter K  
defines slope of the sudden drop of the load on the load-diameter reduction

*
diagram and is often referred to as “accelerating factor.” For f  = 0, the plastic 
potential [Eq. (1)] is identical with that of von Mises.

Initial void volume fraction f  o depends on the volume fraction of 
non-metallic inclusions in steel, f 'v . Under plastic strain, voids in the material 
matrix first nucleate on these non-metallic inclusions. In the final stage of ductile 
fracture, the voids may intensively nucleate on the secondary-phase particles (the 
so-called secondary voids).

Tested Steel. The low-alloyed pressure-vessel steel of designation 
22NiMoCr37 according to the German standard (DIN) has been tested. The 
experiments have been carried out on the specimens of steel in forged heat-treated 
condition. The steel was produced at Siemens and used in [5].

The chemical composition of steel is given in Table 1.
Major mechanical properties of tested steel are: Rp 0 2  = 476 MPa, R m = 

= 620 MPa, and E  =203,000 MPa. Optical microscopy of etched specimens has
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shown that tested steel consists of polygonal ferrite and beinite. Using planimetric 
method o f measurement on the specimens in polished state according to ASTM 
E 1245-89, it has been established that the steel contains non-metallic inclusions 
of sulfide and oxide type and a number of complex oxide-sulfide inclusions. 
Determined mean value of non-metallic volume fraction is f v = 0.00236. 
Average value of mean free path between inclusions is 2 = 243.1 ^m.

T a b l e  1
Chemical Composition of Steel 22NiMoCr37 (in wt.%)

C Si Mn P S Cr Mo Ni Cu Al
0.22 0.21 0.86 0.018 0.011 0.42 0.83 0.92 0.05 0.015

Results and Discussion. The critical value of void volume fraction 
f  c = 0.00611 has been determined by experimental and numerical procedures of 
testing of smooth round specimens. At this value of f c in the center of a smooth 
specimen final loss of the material loading capacity occurs, followed by fracture. 
Optical and scanning electron microscopy and FE elastic-plastic calculations have 
shown that the influence of the secondary-phase particles on the final phase of 
ductile fracture of tested steel is low [6, 7]. Therefore it is here assumed that the 
initial void volume fraction corresponds to the volume fraction of non-metallic 
inclusions, f 0 = f v , while the influence of the secondary-voids nucleation is 
neglected.

For determination of the onset of stable crack growth at the beginning of 
ductile fracture, the CT25 specimens (B = 25 mm, W = 50 mm) with a 0 / W ~  0.55 
were used. Using the “single specimen method,” force-crack mouth opening 
displacement diagram (F — CMOD) and the resistance curve to the crack growth, 
J  — Aa (Fig. 1) have been determined.

Fig. 1. J  — Aa curve and blunting line.
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According to the ESIS procedure [8], through the experimental points a 
polynomial of third order has been drawn in Fig. 1 that in proper way represents 
the curve of resistance. The blunting line has been located according to the mean 
value of final stretch zone width AaZR = 91.15 /im  determined by measurement 
on three broken CT specimens according to [9]. Bisection of the blunting and 
polynomial has given the value of /-integral corresponding to the onset of crack 
growth: J i = 259 N/mm, according to [8]. The value obtained for J i is rather 
high, which indicates a very good resistance to the mechanism of the onset of 
ductile fracture for the tested pressure-vessel steel.

One half of the specimen has been numerically modeled using a mesh of 
finite elements (FE) in a plane. Eight-node isoparametric FE under conditions of 
plane strain is used (Fig. 2). The material non-linearity is modeled by a curve true 
stress vs true (logarithmic) strain. Loading is modeled by a large number of 
prescribed displacements of a node on the left edge of the mesh (Fig. 2a).

Fig. 2. Finite element mesh for CT25 specimen (a) and crack tip detail (b).

Crack tip is modeled solely by a FE-mesh refinement in the crack zone 
(Fig. 2b). It has turned out [10] that the FE-size in front of a crack tip 
significantly affects the accuracy of modeling of crack growth initiation. The 
question is how to define the FE size at a crack tip and get an actual result at the 
beginning of a crack growth for the parameters of fracture mechanics that 
quantify the onset of a crack growth: J-integral ( J t) or crack tip opening 
displacement, CTOD (d 5i).

It has been shown elsewhere [10] that, in case of application of the reduced 
Gauss integration, the FE size in front of the crack tip approximates to an average 
value of the mean path X. This result is in accordance with previous research [11, 
12]. Therefore the FE size of 0.25 X 0.25 mm in ligament is adopted. The 
quadratic FE is used, since no significant influence of test direction on the mean 
free path X has been observed [10].

Figure 3 shows diagram F  — CMOD up to the moment of the onset of the 
crack growth. A very good agreement of experimental and numerically calculated 
curves is obtained.
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b
Fig. 3. Diagram F —CMOD (a) and magnification at crack growth initiation point (b).

./-integral corresponding to the onset of the crack growth has been calculated 
based on the work of an external force, below the numerically obtained curve, 
according to [8]. Failure criterion has been defined by

f  > f c , (3)

where f  is a void volume fraction determined by elastic-plastic FE 
calculations, and f c = 0.00611 is critical void volume fraction. The crack begins 
to grow when the criterion given by [3] is satisfied in any of the Gauss points in a 
FE nearest to the crack tip. In this way / i = 270.4 N/mm has been calculated, 
which is in a very good agreement with the experimental value.

Conclusions. In this research, using coupled micromechanical analysis, the 
onset of the crack growth in CT specimens has been successfully foreseen, based 
on the critical void volume fraction f c (determined on smooth round specimens) 
and mean free path X. Further research envisages modeling of a stable crack 
growth.
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Р е з ю м е

Представлено результати комплексного розрахунково-експериментального 
дослідження механізму розповсюдження тріщини на початковому етапі 
в’язкого руйнування корпусних сталей АЕС. Використовується мікромеха- 
нічний підхід до прогнозування в ’язкого руйнування, згідно з яким об’ємний 
вміст пор деформівного матеріалу визначається методом скінченних елемен
тів. На основі проведених випробувань зразків СТ із тріщиною та відомих 
даних про параметри руйнування гладких сферичних зразків установлено 
мікромеханічний критерій початку розвитку тріщини в умовах в ’язкого 
руйнування.
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