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The fatigue crack propagation rate is influenced by various mechanisms at the very vicinity o f  the 
crack tip, e.g., local plasticity and/or creep, microcracking, crack branching, and crack closure 
induced by plasticity and roughness. To study these mechanisms and their influence on crack 
propagation rate during different loadings, in situ scanning electron microscope studies have been 
performed. Throughout the load cycles images were taken and analyzed with an image analysis 
technique to measure the displacements around the crack tip. The obtained data can be used to 
determine compliance curves at any point along the crack, crack shapes, and the displacement field  in 
the crack tip vicinity. The technique has been used to analyze which mechanisms o f  crack propagation 
are realized during, e.g., fatigue with overloads, and thermomechanical fatigue. The results were 
compared with results from measurements using the direct current potential drop technique, and it 
was found that various load conditions promote different mechanisms fo r  crack propagation.

K e y w o rd s : fatigue, crack propagation, scanning electron m icroscope, crack shape, crack 
closure, potential drop.

In trod u ction . It is o f  interest to study the material in  the crack tip v icin ity  to 
understand the effects o f  material p lasticity around the crack tip, roughness o f  the crack 
faces, microstructure, stresses, and deform ations, on the crack propagation. Elber [1, 2] 
introduced the concept o f  crack closure where the m axim um  stress level at the crack tip is 
critical. The m axim um  load, is calculated from the closure level, w here the crack tip is 
under zero load, and the applied stress intensity factor range. To m easure the crack closure 
load level, a number o f  different m easurem ent techniques are used. Song and Shieh [3] 
used the direct current potential drop technique to find the crack closure level, whereas 
the A ST M  E 647-99 [4] recom m ends to apply the crack mouth opening displacement. 
A lso, there are different techniques using m icroscope im ages to measure the displacements 
along the crack.

The aim o f  this study w as to determine the deform ations along the crack, and how  
the deform ations are affected by  the different crack propagation m echanism s. H igh  
resolution im ages from an in-situ scanning electron m icroscope w as used to measure 
deform ations at the crack tip vicinity, and the potential drop technique w as used to 
m easure the contact betw een the crack surfaces.

E xp er im en ta l Setup. The fatigue crack propagation experim ents were performed 
w ithin a scanning electron m icroscope (SEM ), using a sm all electrically driven load stage 
to perform the load cycles, also described by  A ndersson et al. [5]. The test specim ens had 
dim ensions o f  7 0 x 1 0  m m  and w ere cut from 0.5 m m  Inconel 718 foil. The specim ens 
w ere prepared w ith a single-edge-notch tension (SE N T) crack, that w as pre-cracked in  a 
servohydraulic load frame to a length o f  0 .7 -1 .0  mm. The specim ens were etched to 
produce a recognizable pattern on the surface o f  the specim en for the SEM observations. 
The specim ens w ere prepared w ith thin w ires w elded at the crack m outh to measure the 
electrical potential drop signal over the crack. A  direct current o f  1.0 A  w as passed  
through the specim en and the potential drop signal w as am plified before saved in the 
computer. The crack propagation rate and the crack closure leve l were determined. A  
summary o f  the performed experim ents is found in Table 1.
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T a b l e  1
Experimental Conditions for the Four Crack Propagation Experiments

Experiment a, /im AK, MPa • m1/2 A K eff, MPa • m1/2 R ^ min /  ̂ max

i ■ 740 16.6 3.1 0.01

ii ▼ 945 19.7 10.0 0.01

iii ▲ 1673 43.3 26.3 0.01

iv • 1764 65.0 42.0 0.02

Im age  A n a lysis  M eth od . A  n ew  im age analysis m ethod w as developed to measure 
displacements in the crack tip vicinity from high resolution SEM im ages. Images were taken 
along the crack throughout the loading cycles. The displacements betw een different images 
w ere determ ined using a cross-correlation function that recognized a selected  area o f  one 
im age in  another im age, taken at a different load. The area w as p laced w ithin 2 -1 0  ,am 
from the crack, w here the deform ation w ithin the material w as negligib le. Com pliance 
curves and crack shapes were determ ined from the m easured displacem ent field.

R esu lts  and  D iscu ssion . Crack shapes and com pliance curves were determined  
during a number o f  experim ents w ith  different loading histories. C om pliance curves from  
points at different distances from the crack tip are compared in  Fig. 1. The com pliance  
curve m easured at the crack mouth show ed neglig ib le influence from the plastic zone, and 
had a sm all knee at a higher load than the com pliance curves m easured at the crack tip, 
that show ed clear effects from the plastic zone and closure o f  the crack surfaces. The knee 
on the curves from the potential drop (PD ) m easurem ents show ed in  Fig. 2a, indicates the 
closure level. A bove this level the crack w as fu lly  open and the change in  electrical 
conductivity w as on ly  due to the high stresses in  front o f  the crack, and b elow  this level 
the contact betw een the crack surfaces increased with decreasing load. The load level at 
the knee on the PD -curves w as higher than that at the knee on the com pliance curves 
m easured at the crack mouth.

Fig. 1. Compliance curves measured at three different distances from the crack tip: ( • )  2 ^m; 
(A ) 20 ,Mm; (■ )  at the crack mouth.

The crack shape obtained by linear elastic fracture m echanics (LEFM) considerations 
does not alw ays describe the true crack shape w e ll because o f  the influence from the 
plastic zone and the microstructure. The LEFM  solutions, as w ell as crack shapes 
com pensated for closure levels from com pliance curves and PD m easurem ents, are show n  
in  Fig. 3. The LEFM  solution w ill be the sam e, independent o f  the closure level w hen the
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Fig. 2. Compliance curve with closure level at 1200 N (a) and the corresponding PD-curve with 
closure level at 1700 N  (b) for K max =  65 MPa • m1/2, R =  0.02, overload ratio 1.26, a =  1.8 mm, 
specimen thickness 0.5 mm, and displacements measured 15 /im  from the crack tip. (Experiment iv.)
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Fig. 3. Experimental results are compensated for the effective stress intensity factor range measured 
from the compliance curve (▼) and from the PD signal (O). (Experiment iv. The opening 
displacements divided by the effective stress intensity factor range. The solid line shows the LEFM 
solution.)
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Fig. 4. Crack shapes (a) and ^-deformations (b) divided by effective stress intensity factor range 
versus distance from crack tip for the four experiments. (Solid line is the LEFM solution.)
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displacem ent divided by  the effective stress intensity factor range is plotted. W hen the 
experim ental results were divided by  the closure levels m easured from the com pliance  
curves and the PD-curves, the results diverged (Fig. 3).

In Fig. 4a, the crack shapes are plotted for four different experim ents (Table 1). This 
close to the crack tip, the microstructure and the change in  crack direction affects the 
crack shape. In Fig. 4b, the deform ation w as divided w ith the effective stress intensity 
factor found from com pliance curves. The results show ed sim ilarities betw een the four 
experim ents and also the LEFM  solution w as c lose to the experim ental results. The crack 
tip is show n in  Fig. 5.

Fig. 5. SEM image o f the crack tip at maximum load. (Experiment iii.)

C on clusions. Experim ents have been  performed w ithin a SEM and the im ages were 
used to determine deform ations in  the v icin ity  o f  the crack tip. C om pliance curves were 
determ ined and com pared w ith results from PD  m easurem ents. The PD  measurem ents 
gave higher values for the crack closure load than the com pliance m easurem ents. W hen  
the experim ental results, com pensated for crack closure w ere com pared w ith the LEFM  
solution, the crack shapes at the crack tip v icin ity  becam e comparable even w hen the 
crack shapes w ere irregular due to the microstructural variations.
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