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Dependence of equivalent electrical resistance of aluminum granules layer and pulse power from duration of
electric-spark dispersion are investigated. Approximating functions of those Dependences are offered. Best of them are
defined. Presence of the most stable work time interval of electric spark dispersion plants is proved and criteria of its
definition are offered. The ways of increase of stability of electric parameters of process are recommended.
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