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МАТЕРИАЛЫ ЭЛЕКТРОНИКИ

lize sharp impurity boundary between the layers of p- and n-type conductivity. The method of forming sharp 
hetero boundaries in p-GaAs:Zn/n-GaAs:Si systems can be used for manufacturing wide range of epitaxial 
structures.
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